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Optical bistability in photorefractive strontium barium niobate in a two-wave mixing configuration with feedback is reported. We observe bistability both under conditions for which its existence was recently predicted by
Zozulya et al. [Opt. Commun. 72, 381 (1989)]and under more general conditions.

Optical bistability and switching are of great interest in
the rapidly developing field of photonics. Devices that
display this behavior could potentially play a major role in
the development of optical communication systems and
optical computing. Bistability in photorefractive crystals
has been observed in a semilinear self-pumped configura-

tion,' a ring resonator configuration,
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Here we present the first published experimental observation to our knowledge of optical bistability in a photorefractive crystal by two-wave mixing with feedback. Our
study was motivated by theoretical predictions made by
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AjI2,

IO=I(0,t) + 2(0,t) + r 2(l,t),

(4)

Td is the photorefractive response time, and y is a nonlinear coupling coefficient that in the simplest approximation is dependent only on crystal material parameters and
geometry.
For steady-state conditions we can obtain a closed-form

solution to Eqs. (1)-(3), given by9

G1 +
[mex

Zozulya et al. 9 We observe bistability as predicted by this
theory; however, we also observe bistability under condi-

tions for which the presence of bistability is not predicted
by this theory. In each case we observe bistability both
when the feedback is provided by an electronic system and
when the feedback is provided by an all-optical system.
Let two coherent, monochromatic optical waves intersect within a photorefractive crystal of length as shown
in the inset in Fig. 1. A refractive-index grating is written by the mixing of waves I and I2. One of the trans-
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where v is the amplitude of the photorefractive grating,

and a total-

internal-reflection self-pumped configuration.5 6 Each of
these devices operates by means of a four-wave mixing
process. Recently, however, bistability in photorefractive
two-wave mixing was predicted theoretically.
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where G is the normalized transmitted intensity for beam
2, given by
G =

1i (l)

II(0) 2+ I2(0)

(6a)

and m is the modulation index of the input beams, given
by

mitted waves, I2, is fed back into the crystal with
reflectivity r as an erase beam; it does not interact with I,
or 2 to form additional gratings. The set of equations
that describes the interaction of the waves in this sytem is
given by'l
aA 1
ax
aA2

= vA 2 ,

(1)

= -vA,*

(2)
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A plot of Eq. (5) is shown in Fig. 1 for the coupling constant yl = 3 and for several values of the feedback reflec-

tivity r. Solid curves indicate stable branches, and
dashed curves indicate unstable branches. Note that
bistability occurs for a large range of values of r and yi but
only for r > 1 and for yEl > 0. These conditions imply
that the optical components used to produce the erase
© 1992 Optical Society of America
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Another important consideration for the hybrid bistable
system is the nature of the response of the Pockels cell.
Since, in general, the transmission of a Pockels cell denonlinearly on the applied voltage, we have taken
great care to operate the cell in a region for which the
respon is essentially linear. Failure to do so would introduce the possibility of producing bistability as a result
of the nonlinearity of the Pockels cell rather than the nonof the photorefractive response.
Experimental results showing bistable behavior in the
hybrid system for yl = 3.02 and r = 10.1 are shown in
3(a). The critical points occur at approximately, but
not exactly, the locations predicted by theory. Error bars
are not shown, since the fluctuations in the measured signal for any given data point are quite small compared with

Plot of Eq. (6) for yl = 3 with r equal to 1, 10, and 100
and (inset) schemalLicdiagram of bistability by two-wave mixing
with feedback, where m = NI/2.

the size of the hysteresis loop.
The inherent slowness of the photorefractive

beam must provhle amplification and that the direction of
energy transfer in the photorefractive crystal is away
from the wave us;ed for feedback, which in this case is I2.
Our first obqervations of bistabilitv involve a hybrid svstem, shown in Fig. 2(a). An argon-ion laser operating at
a wavelength of 514.5 nm in a single longitudinal mode
serves as the coherent light source. The output of the

collection times. As m is increased or decreased to approach a critical point, the system takes several minutes
to approach steady state. Close to a critical point the system takes as long as 2 h to come to its steady-state value.

Fig. 1.

effect,

coupled with the critical slowing phenomenon typically

observed in bistable systems, resulted in long data-

laser is split into a strong beam (-20 mW), which is directed to a Pockels cell, and two weak beams (-2 mW),

which intersect within a photorefractive crystal.

The

crystal used for all the bistability experiments is a
15 mm X 7 mm X 1.85 mm sample of strontium

laser

barium

niobate (SBN) doped with 0.1%cerium. The c axis of the
crystal is oriented such that it is in the plane of the figure
and parallel to the 15-mm side of the sample. For any
particular geometry, yi was measured by using the relation (valid for small modulation depths)"
Is~laIpm
IsignalIpump
Illn'ignal
IP'M

amp

(7)

where the primed symbols denote intensities measured in
the presence of coupling and the unprimed symbols denote
intensities measured in the absence of coupling.
After passing through the crystal, a fraction of I2 is directed to detector D1, which is used to monitor the transmitted intensity I2(1), and the remaining portion of I2 is
sent to detector D2. D2 produces a voltage that is linearly proportional to 12(1);this voltage is then amplified
and sent to the Pockels cell. This modulator controls the
intensity of the strong beam passing through it such that
the transmitted intensity is always rI2(l). A half-wave
plate (A/2) placed in the path of the feedback beam rotates
the beam's polarization by 90°, thus ensuring that it cannot interfere with the mixing waves to form additional
gratings.
The use of a thin crystal is essential to the successful
operation of these bistable systems. As a light wave
passes through a photorefractive crystal, it is subject to
stimulated photorefractive scattering. If the amount of
scattered light grows significantly over the interaction region, self-pumped phase conjugation can occur.12 TVhis
effect will compete with the energy transfer between the
mixing waves and tend to suppress the occurrence of
bistability.

Ce:SBN

(a)

b

Fig. 2. Experimental setups used to observe (a) hybrid optical
bistability and (b) all-optical bistability.
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Fig. 3. Experimental results of (a) hybrid bistability for yl = 3.02 and r = 10.1, (b) all-optical bistability for yl = 3.01 and r = 10, (c)
hybrid bistability for l = -2.91 and r = 12.5, and (d) all-optical bistability for yl = -2.91 and r = 10.

The exact values of m at the critical points seem to depend
sensitively on the mechanical stability of the system. In
addition, enclosing the entire apparatus in a box to reduce
the flow of air currents through the beam path drastically
reduces the noise in the measured signal.
We have also observed optical bistability in an alloptical system. To do so, we replaced the electronically
driven components of our setup with a second photorefractive crystal, which served to amplify the feedback beam.
This all-optical bistable system is shown in Fig. 2(b). In

this case a crystal of barium titanate (BaTiO3) with
dimensions similar to those of the SBN crystal was used as
the amplifying device in the feedback loop. Experimental
results showing bistable behavior in the all-optical system
for yl = 3.01 and r = 10 are shown in Fig. 3(b). These
results demonstrate that bistable behavior does not require the presence of electronic components in the system.
Comparison of the experimental results obtained for
yl > 0 and the theory show good qualitative agreement.
In general, the critical points of the experimental results
occur at higher values of m than do the theoretical results,

but these differences presumably can be explained
through certain experimental considerations.

For ex-

ample, the theoretical treatment assumes that only a

single grating is written by the two mixing waves. In our
experimental realization of the model there are probably
additional gratings, which could be due, for example, to
stimulated photorefractive scattering. In addition, birefringence within the crystal could modify the polarization
of the erase beam such that it is not orthogonal to the
mixing waves.
We have also performed experiments with the c axis of
the SBN crystal rotated by 1800, such that the direction of
energy transfer is reversed (i.e., I2 is being amplified) and
yl < 0. In this configuration bistability occurs, as is
shown in Fig. 3(c) for the hybrid system and Fig. 3(d) for
the all-optical system.
In an attempt to explain the occurrence of bistability
for the case in which yl < 0, we have performed numerical
integrations of Eqs. (1)-(3). We have found no cases of
bistability other than those given by Eq. (5) (with yl > 0).
We have also examined the possibility that bistability
can occur for yl < 0 as a consequence of the nonsinusoidal
profile of the photorefractive gratings within the crystal.
Equations (1)-(3) presuppose that the grating is purely sinusoidal, which is true only for m << 1 or m >> 1. In our
experiments m was always greater than 15 when bistability was observed for yl < 0. It is possible that, because of
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the strong photorefractive response of SBN, the photorefractive gratings are appreciably nonsinusoidal even at an
intensity ratio of m = 15. We have modeled this effect by
modifying Eq. (3) according to a prescription described by
Vachss and Hesselink.13 However, we find that, even
with the incorporation of this additional nonlinearity, our
numerical solutions do not display bistability for yl < 0.
One possible explanation for the inability of the theory
described above to model our experimental results for
yl < 0 is that the theory assumes that the interacting
beams are uniform plane waves, whereas the experiment
used beams with an approximately Gaussian intensity
profile. This difference could be quite significant, because the photorefractive effect depends critically on the
relative intensities of the interacting waves.
In summary, we have observed optical bistability by
means of photorefractive two-wave mixing in the presence
of a feedback erase beam. We observe bistability for
yl > 0, as predicted by the theory presented by Zozulya
et al.,9 but we also observe bistability for l < 0, in disagreement with the predictions of this theory. This discrepancy may be due to experimental factors, such as our
use of Gaussian

laser beams, or it may be due to some

fundamental limitations of the standard photorefractive
equations.
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